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Tung Chung Area 30 Phase 3

Particulars of Reinforcement Steel Bars Delivered to Site

Batch No. Date of Delivery
to Site

Bar Size * Weight in Tonnes

23 20/1/1999 Y32 86

24 25/1/1999 Y20
Y32

36
26

26 3/2/1999 Y20 40

37 20/3/1999
22/3/1999

Y16 60

50 10/5/1999 Y10 73.4

* Y stands for high tensile bars and the number following indicates their
respective diameters measured in millimetres.

Source of information : Housing Department
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